26~-JUN-19%8 @8:@7 FROM CHROMATECH ENGLAND TO  B1282559899 P.24-84

ANTIFUNGAL ASSESSMENT REPORT

REPORT NO.: 1409751.A DATE. Junc 24, 1998
AAT.C.C. TESTMETHOD 30-1993 -  Asporgillus mper (ATCC #6275)
TO! Mz, Niels Lerche FOR:
Tefcote Sutface Systems
4 Christchurch Road
Bouwrnrnouth, Dorset
BHI 3NE ¢ Paul Mikner

SAMPLE(S) DESCRIPTION: rwmmmmm.mmmmrm‘w. were recerved for assesstaent of
antimicrobial activity. Only three of the four samples wera tested.

T The w zone :
TEST RESULTS:
SAMPLE DESCRIPTION GROWTH-FREE SURFACE
ZONE (MM)” INHIBITION (%)
P3000HRX  White Gloss TRA-1 0 100
TRA-2 0 100
TRA-3 0 100

COMMENTS: ﬁwpaintﬁhnmnplesreminedﬁunfyowmmme& niger test organism.

O ctnce gaid-

Dave Klein, Ph.D. Sonia Poropat. B.Sc.
Laboratory Manuger Microbiology Supervisor

THOMSON RESEARCH ASSOGIATES
85 Kna Street East, Toronto, Ontetio Canada  MSC 1G4 Tek: (416) 935-1881  Fax: (416) 985-1867

TOTAL P.24
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FROM CHROMATECH ENGLAND

TQ 81202559898 P.33.84

ANTIFUNGAL ASSESSMENT REPORT

REPORT NO.:  1409751.CA

DATE: June 24,1998

AATC.C. TESTMETHOD 30 - 1903 -

Candida albscans (ATCC #14053)

TO: M. Niels Lerche

FOR:
Tefcote Susface Systems
4 Chnstwchurch
gm INE ¢ Paul Milner

SAMPLE(S) DESCRIPTION: Four paiat film

treatod with Ultve-Fresh® 48 . were received for assessment of
antimicrobial activity. Only three

g T T G 20n6 SUTOUNGING B Wit SDACTEN.
TEST RESULTS:
SAMPLE DESCRIFTION
P3000HRX  White Gloss TRA-1
TRA:2
TRA-3

of the four samples were
“Wbﬂ?mdwmﬁm.

CRONE MM INABITION (%"
6 100
7 100
6 10

COMMENTS: The paint film samples demonstrated great activity agsmst the C, albicans test organism. a5 evidenced

byﬂwﬁmmwd?mwﬁepwﬁlﬁumes

-

N 19/

Dave Klem, PhLD.
Laboratory Manaper

THOMSON RESEARCH ASSOCIATES

95 King Straet East, Toronio, Ontavio Canada  MSC 1G4 Tel (418) 9351881

) Bmad eI/ d  FRiw|

18B1-558-91¥+

$3LY/J08SY HONYISIY NOSWONL-HONH

S, oo

Microbiology Supervisor

Fax: (416) 955-1887

Wveo:2l 86-37-Mnf



26~JUN- :
N-1998 ©@8:85 FROM CHROMATECH EMNGLAND T0 81282559998 P.B82-84

ANTIBACTERIAL ASSESSMENT REPORT

REPORT NO.: 14097518 DATE: June 24, 1998
AATC.C. TEST METHOD 147 - 1993 ~  Swphylococcus auress (ATCC #6538)

TO. Mr. Niels Lerche FOR:
Tefcote Surface Systems
4 Christchurch Road
Bownmouth. Dorset
BHI INE ¢; Paul Miloer

SAMPLE(S) DESCRIPTION:  Four paint film sumples. treated with Ultra-Fresh® 48 , were received for assossment of
antimicrobial activity. Only three of the four samples wore tested.

T SRS oW e T SuoUng e el Soacen. Py arisgs Of DRCERS 86 570 Uraer e Wel oeomen
TEST RESULTS!
SAMPLE DESCRIPTION GWE m%?;gg(m“
PICUOHRX  Winte Gloss TRA-1 4 100
TRA-2 5 100
TRA-3 6 100

COMMENTS: Thcmmtﬁhnmnplndmmsmdwtawvﬂyamﬁns. dureus test orgamem, as evidenced
bymednmtoﬁmwwsywﬂl-frwzmmdmd.

TCe— f%

Dave Klew. PLD. Soma Poropat. B.S¢.
Laboratory Masager Microbiology Supernisor

THOMSON RESEARCH ABSOCIATES
95 King Streat East, Toronio, Ontario Canada  MSC 1G4 Tek (418) 9551881  Fax: {416) 955-1887

Pihed BIZITA BRe JRB1-GGE=21v+ $3LVID0SSY HONYISEY NOSHONL-ACHY WB0:2l  86-92-NW
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FROM CHROMATECH ENGLAND TO B12625590%0

P.01-84
ANTIBACTERIAL ASSESSMENT REPORT
REPORT NO.: 1409751 EC DATE: lune 24,1998
AATC.C. TEST METHOD 147 - 1993 - Escherichia col (ATCC #8739)
TO: Mr. Niels Lerche FOR:
Tefcote Surface Systems
4 Christchurch Road
Bournmouth, Dorset
BHL 3NE o Paul Milner

SAMPLE(S) DESCRIPTION:  Four paiot samples, treated with Ulra-Fresh® 40 . were received for sssessment of
xtimicrabial

i ﬁm.mbm&&mw«mmd.

TEST RESULTS:
SAMPLE DESCRIPTION GROWTH-FREE CONTACT
ZONE (MM)* INHIBITION (%)~
PI000HRX  White Gloss TRA-1 0 100
TRA-2 0 100
TRA-3 0 100

COMMENTS: The paint film samples demonstrated actvity agamst the E. coli test organism.

-

- i b

Dave Klein, Ph D.

Sonia Poropat. B.

Laboratory Mapager Microbiology Supervisor

THOMSON RESEARCH ASSOCIATES
08 King Sureet Hast, Toronio, Ontario Canada MSC 1G4 Tef; (416) 9551881 Fax: {416) 955-1887

B)Emd

sl d B6L-L LB1=-668-31P+ §3LYIS0SSY HONVESIN NOSWORL-ACHZ  MYi0i2l B8-52-NRT
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